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metallic resistorsp=0.51 for x=0.5, T=0, andH=0, larger
than the thresholdpc< 0.36.)

As shown in Fig. 1(c), p can be obtained microscop
cally, as a function ofT, x, andH. Generally speaking,p is
larger whenx


